SECTIONB B SECTION C - C

STEEL FOR CLAW BARS
to conform to the following
" OPEN HEARTH STEEL

Carbon .50 to .60
Phosphorus .04 or under
Sulphur 04 or under
Manganese .35 to .50
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Hi ENGINEER M. W, GENERAL MANAGER

SECTIONE - E SECTION F - F

ENGINEER M. W.
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